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21. Sodium N-lauroyl sarcosinate is used in dentifrice pastes as a 

1. detergent 
2. humectant 
3. therapeutic agent 
4. Binder

Ans: 1

22: During the casting of noble metal alloys, the mold should be held at the burn out temperature for at 
least 

1. 15 minutes 
2. 60 minutes 
3. 3 hours 
4. 6 hours

Ans: 2

23: In general the hygroscopic expansion of gypsum investments will be higher if they contain 

1: coarser silica particles and alpha hemihydrate 
2. liner silica particles and beta hemi hydrate 
3. coarser silica particles and beta hemihydrates
4. finer silica particles and alpha hemihydrate 

Ans: 4

24: The cement capable of forming a chemical bond with tooth structure is 

I:  reinforced zinc oxide eugenol cement.
2.  silicophosphate cement 
3.  polycarboxylate cement 
4  composite resin cement

Ans: 3

25: Quartz in dental porcelain acts as a 
1. binder 
2. frit 
3. opacifier 
4. Strengthener

Ans: 4
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26: The principal strengthening phaseof Cerestore, an injection molded ceramic material, are 

1. aluminium oxide and silicon oxide 
2. magnesium silicate and beta-aluminium 
3. alpha-alumina and magnesium aluminate Spinel 
4. none of the above

Ans: 3

27: Which of the following resins may be classified as thermosetting? 
1. Polystyrenes 
2. Vinyl resins 
3. Epoxy resins 
4. Impression compound 
5 None of the above

Ans: 3

28: A dental appliance containing metals or soft lining materials, should not be cleaned with denture 
cleansers containing 

1: sodium perborate 
2. soap 
3. hypochlorites 
4. salt 
5. none of the above

Ans:3

29: A dental restoration may be tarnished because of 
1. deposition of calculus 
2. surface discoloration 
3. formation of oxides or sulfides 
4. deposition of pigment producing bacteria 
5. all of the above

Ans: 5

30: An agar hydrocolloid impression should never be removed from the mouth by a teasing or weaving 
method because this can result in distortion of the impression. 

1: Both the statement and reason are true 
2. The statement is true but the reason is false 
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3. The statement is false but the reason is true
4: Both the statement and reason are false

Ans: 1

31: The curing rate of most of the elastomeric impression materials can be accelerated by 

1: mixing on a chilled, dry glass slab 
2. the addition of thinners 
3 the addition of a drop of water during mixing 
4. mixing at a low room temperature 
5- none of the above

Ans:3

32: The principal hardener in noble metal casting alloys is 

1. brass 
2. iron 
3. silver 
4. copper 
5. Platinum

Ans: 4

33: The color of which of the following metals is not white or one of the shades of white? 

1: Nickel 
2. Tin 
3. Aluminium 
4. Zinc 
5. None of the above

Ans:5

34:  Which of the following may result in the expansion of an amalgam restoration made with zinc free 
alloys? 

1. Moisture contamination during conden-sation 
2. High alloy/mercury ratio 
3. Marginal leakage 
4. Insufficient trituration 
5. All of the above

Ans: 4
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35: Resins which soften when heated and set on cooling, are termed 

1:thermoset resins 
2. irreversible resins 
3 thermoplastic resins 
4. etastoMeric resins 
5. thermosetting resins

Ans: 3

36: A compressive stress is always accompanied by 
1. an elastic strain 
2. a compressive strain 
3: a shearing strain 
4: a tensile strain

Ans: 2

37. Which of the following is true about chemical adhesion of restorative materials? 

1. Chemical adhesion to tooth structure is never possible 
2. Acid etching of enamel produces chemical adhesion 
3. Resins exhibit chemical adhesive properties to hard tooth structure 
4. Materials containing fluoride will show chemical adhesion to enamel 
5. Polycarboxylate cements demonstrate chemical adhesion

Ans: 5

38. When softening impression compound in a water bath, the mass is kneaded with fingers in order to 
1. Obtain uniform plasticity throughout the mass 
2. Remove incorporated water 
3. Release all undesirable stresses 
4. Increase flow 
5. Prevent the plasticizer from leaching out

Ans: 1

39: Self-cured and heat-cured acrylic res-ins are most similar in respect of which of the following 
properties? 

1: Color stability 
2. Curing shrinkage 
3. Transverse strength 
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4. Internal porosity 
5. Hardness

Ans: 5

40: During the setting of gypsum, the mass thickens and then hardens into needle like clusters called 
1. spicules 
2. crystallites 
3. spherulites 
4. Satellites

Ans: 3

41: Which of the following colloidal solutions can be termed aerosol? 
1. Liquid in solid 
2. Gas in liquid 
3. Liquid in air 
4. Solid in liquid 
5. None of the above

Ans: 3

42: Which of the following is required for the crosslinking of condensation sili-cone elastomers? 

1: Platinum oxide 
2. Tin octoate 
3. Copper dioxide 
4. Calcium sulfate 
5. Lead

Ans: 2

43: Fins or spines may be produced on a casting because of 
1. cracks in the investment 
2. too rapid heating of the mold 
3. steam production which causes the walls of the mold to flake off 
4. all of the above

Ans: 4

44: Zinc phosphate cement powder contains all of the following, except 
1. zinc oxide 
2. magnesium oxide 
3. bismuth oxide 
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4. aluminium phosphate 
5. none of the above

Ans: 4

45: Dental porcelains are manufactured by a process, termed 
1. frilling 
2. fusing 
3. vulcanizing 
4. Sintering

Ans: 1


